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ABSTRACT: Colloidal quantum dots are a class of solution- A A A [
processed semiconductors with good prospects for photo- ~ D’,/
voltaic and optoelectronic applications. Removal of the ) )

surfactant, so-called ligand exchange, is a crucial step in .

making the solid films conductive, but performing it in solid |

state introduces surface defects and cracks in the films. Hence, F_’bS L’” A
the formation of thick, device-grade films have only been ink B
possible through layer-by-layer processing, limiting the ~——~7 ~——~7 PbS CQD FET
technological interest for quantum dot solids. Solution-phase Single-step deposition Washing

ligand exchange before the deposition allows for the direct

deposition of thick, homogeneous films suitable for device applications. In this work, fabrication of field-effect transistors in a
single step is reported using blade-coating, an upscalable, industrially relevant technique. Most importantly, a postdeposition
washing step results in device properties comparable to the best layer-by-layer processed devices, opening the way for large-scale
fabrication and further interest from the research community.

KEYWORDS: colloidal quantum dot, field-effect transistor, colloidal ink, solution-phase ligand exchange, blade-coating

Bl INTRODUCTION organic ligands by small, highly charged inorganic ones is
accompanied by the migration of the CQDs from the original
apolar solvent to a polar one. Chalcogenidometallate
complexes, chalcogenides, halides, pseudohalides, and halome-
tallates have been proposed for such processes.”'*~"* Halides
and halometallates show the most prospects for solar cell
applications due to the better electronic passivation of the
CQD surface.”">™"” Field-effect transistors (FETs) based on
inorganic-capped PbSe inks have been reported with electron
mobilities ranging from 0.03 to 2 cm?/(V s) (depending on the
annealing temperature and further surface passivation steps)
using spin-coating, a non-upscalable technique only useful in
laboratory-scale research.'”'? Thiocyanate-passivated inks
based on larger PbS nanocubes result in 0.1 cm*/(V s)
mobility for both electrons and holes, but with a low current
modulation."” The prospects are clearly enormous, but most
works focus only on the materials chemistry of larger, easier-to-
handle particles, without much attention on the processability
or fine-tuning of the physical properties.

In this work, we aim to fill this gap by studying the electronic
properties of the CQD solid films fabricated using a single step
and scalable method. We synthesize small-diameter PbS CQD

Colloidal quantum dot (CQD) solids, arrays of electronically
coupled semiconductor nanocrystals, are promising candidates
for solution-based fabrication of photovoltaic and optoelec-
tronic devices. Formation of highly conductive films is possible
through building up organized and closed-packed assemblies of
the CQDs. In the quantum-confined regime, their optical and
electronic properties are tunable through the size, the dielectric
environment, and the surface properties.’ Lead-sulfide (PbS)
CQDs have been shown to result in >11% photoconversion
efficiencies in solar cells,” and are also suitable for light-emitting
transistors, photodiodes,4 and logic circuits.®

The practical bottleneck in the fabrication process is the
difficulty of forming high-quality (i.e., crack-free, dense,
ordered) thick arrays in a single step.' The as-synthesized
CQDs are capped with long, insulating organic ligands that
passivate the CQD surface and allow their colloidal dispersion.
These ligands need to be removed or exchanged to achieve
electronic coupling of the QDs in solids. Such a ligand
exchange is usually performed on the QDs that are already
assembled in thin film, causing serious cracking and limits to
work with rather thin layers, and a layer-by-layer approach is
often used to achieve the necessary film thickness and

quality.°"® In the last decade, a number of methods to perform Received: November 6, 2017
ligand exchange in the liquid phase before the formation of Accepted: January 25, 2018
CQD solids are reported.””"" Replacement of the hydrophobic, Published: January 25, 2018
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Figure 1. (A) Schematic of the solution-phase ligand-exchange process; (B—D) optical absorbance, steady-state photoluminescence (PL) spectra,
and PL decay curves of PbS CQD dispersions integrated over the whole peak width.

inks stabilized by inorganic iodide (I”) and iodoplumbate
(Pbl;”) complex ligands in a highly polar medium and
investigate the quality of the resulting dispersions. We fabricate
high-performing field-effect transistors (FETs) by blade-coating
and identify the removal of excess ligands as a key step in
optimizing the electronic properties of the films. We show the
prospects of the approach by achieving 0.12 cm?/(V s) electron
mobility and 10° on/off ratio in the FETs fabricated in a single
deposition step at mild temperature.

B RESULTS AND DISCUSSION

We prepare halide- and halometallate-stabilized PbS CQD inks
following the phase-transfer method developed by Dirin et al.
(Figure 1).” Two ligand solutions are used: pure methyl-
ammonium iodide (MAI) dissolved in N-methylformamide
(NMF) and a 1:1 mix of MAI and Pbl, also in NMF (hereafter
referred to as MAPbL,). The oleate-capped CQDs dispersed in
hexane are exposed to the NMF solutions under stirring;
successful phase transfer of the CQDs is indicated by bleaching
of the apolar phase and darkening of the NMF phase. After
purification, the inorganic-capped CQDs are dispersed in
propylene carbonate (PC) for film formation. Details of the
procedure are found in the Experimental Section.

The absorbance and photoluminescence spectra of the CQD
inks are shown in Figure 1B—D, and the extracted peak
positions and Stokes-shift values are collected in Table 1. The
peak in the absorption spectrum corresponding to the first
excitonic transition shows a decreasing maximum intensity, an
increasing width, and a mild red-shift upon phase transfer,

Table 1. Absorption, Emission Peak Positions, and Stokes
Shift for the Original Dispersion and the Formed Inorganic
Inks

absorption emission Stokes shift
sample (eV) (ev) (meV)
PbS—OA/HX 1.29 118 111
PbS—MAI/PC 1.27 115 120
PbS—MAPbL,/PC 1.25 113 125
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compared to the oleate-capped CQDs. The broadening can be
caused by energy disorder due to varying thickness and
composition of the shell. The red-shift can be partially assigned
to the different dielectric permittivity (&,) of the environment;
following the considerations of Takagahara, replacing hexane
(e, = 1.9) with PC (e, = 64) by itself can cause a red-shift of
several 10 meVs.”” On the other hand, we see a difference
between the peak positions of the two PC dispersions, which
may be caused by the different size and dielectric properties of
the iodide ion versus the Pbl;~ complex, causing a marginal
increase in the effective size of CQDs, and thus a lower
confinement in the latter case.

The photoluminescence (PL) spectra show a similar trend as
the absorption, without significant broadening. The Stokes shift
marginally increases upon ink formation, and is typically around
120 meV. The increased Stokes shift is expected in a highly
polar environment, given the higher dipole moment and
consequent higher dipolar screening of the excited state in
C(le.21 Moreover, the energy transfer between CQDs can
also cause a shift in the peak position in the presence of a larger
disorder. The quality of the samples is further confirmed by
measuring the PL decay. Long lifetime in the microsecond
range is observed for all three samples. The organic-capped
CQDs show a single recombination process with a 3.1 us
lifetime. The decay becomes slightly biexponential upon ligand
exchange, with lifetimes around 1 and 4 ps, with the latter being
the dominant for both samples.

We fabricate FETs based on the CQD inks to test their
electronic properties and prospects in practical applications.
Details of the film formation and the device structure are listed
in the Methods section, and schematics are shown in Figure 2.
The CQD films are formed using blade-coating, an upscalable
and controllable technique at relatively low (100 °C)
temperature. After drying the solvent, the particles appear
surrounded by the ligand material (see the transmission
electron microscopy (TEM) images in Figure Sla,b), and the
films appear smooth and crack-free under atomic force
microscopy (AFM) (Figure Slc,d). Both these observations
are significantly different from the layer-by-layer processed
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Figure 2. PbS CQD FETs based on blade-coated films: schematic of (A) the blade-coating process and (B) the device structure, (C) p-channel and
(D) n-channel transfer curves of the PbS—MAI and PbS—MAPbI; samples before and after washing with methanol, and (E) mobility and threshold
values extracted from the transfer curves. The color coding is consistent throughout the figure.

films. Those samples usually exhibit a granular morphol-
ogy,”*”** and the single CQDs are observable under TEM after
the thin-film ligand exchange.””***

The transfer curves of the FETs are shown in Figure 2A,B.
We observe an electron-dominated ambipolar transistor
behavior, namely both electron and hole transport are possible;
the p-channel currents (Figure 2A) are, however, orders of
magnitude lower than the n-channel ones (Figure 2B). This
difference is observed frequently in lead-chalcogenide CQD-
based devices and assigned to their stoichiometric imbalance.”
The general properties are similar to the layer-by-layer
processed inorganic-capped PbS CQD solids reported earlier,
but the electron currents in the as-deposited films are slightly
lower for the same geometry and measurement conditions.>”*°
We observe a strong improvement in electron transport upon
immersion of the pristine films into pure methanol for 3 min,
whereas the hole current remains the same.

We obtain the carrier mobility and threshold voltage values
from the linear regime transfer curves using the gradual channel
approximation. Electron mobilities around 107 cm?/(V s) are
found in the pristine films, which are lower than the literature
standards for layer-by-layer processed PbS samples.””® The
values improve an order of magnitude with both ligands upon
washing using methanol, reaching values exceeding 1072 cm?/
(V s). On the other hand, the hole mobility does not change
after washing the samples and remains around 107° cm?/(V s).
Importantly, both electron and hole transport appear to be
better in the MAPbI;-treated PbS CQD solids compared to the
PbS—MAI samples, which can give a partial explanation to the
fact that the complex ligands are shown to work better for the
fabrication of efficient solar cells.”” The obtained mobility
values for the washed samples are comparable to those reported
earlier in halide-capped PbS CQD solids achieved through
layer-by layer postdeposition ligand exchange, showing that
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similar-quality films can be achieved in a single deposition step
using inorganic-capped inks.””%*”

At the same time, both electron and hole threshold voltages
shift toward more positive values. The threshold voltage, V4, in
a thin-film transistor is estimated according to eq 1

L, aNd
C.

i i (1)
where ¢, is the difference in the Fermi levels of the gate metal
and semiconductor, n is the trapped charge density in the gate
dielectric (cm™2), N is the bulk carrier concentration (cm™),
and C; is the gate capacitance (F m2).*° Besides the actual
charge carrier concentrations, changes in ¢ can also cause a
threshold shift. The workfunction difference is affected by
shifting conduction and valence band energies (relative to the
gate contact workfunction) due to surface dipoles at the SiO,
or CQD surface, or changing the Fermi level in the
semiconductor (relative to the band edges) through doping.
Ionic compounds such as the ligands stabilizing the dispersions
can result in significant dipole moments if well-organized at the
interface. In CQDs, especially strong shifts in the energy levels
up to 2 eV have been observed through dipoles located at the
CQD surface,> ™>* and similar range of workfunction shifts are
observed in ZnO;** but these factors cannot account for the
whole threshold shift. Hence, a changing carrier concentration
in the CQD film or at the interface is likely the main cause. The
two-dimensional charge density difference can be estimated
from the values of the variation of the threshold voltage (~10 V
for both ligands and both charge carriers), as An = C,, AV /e is
in the range of 10'* cm™, or ~0.1 elemental charge per CQD.
This carrier density change can be either related to the CQD
layer or the SiO, surface. Assuming a band edge density of
states (N¢) from the CQD density (~4 nm center-to-center
distance in cubic arrangement) to be around 1.6 X 10" cm™,
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Figure 3. (A) Absorbance spectra, (B) steady-state PL spectra, and (C) PL decay of the films prepared from PbS—MAI and PbS—MAPbI; inks, with
and without washing in MeOH; (D) elemental analysis obtained from energy-dispersive X-ray (EDX) data of organic capped PbS and PbS—MAPbI,
CQDs with and without washing; and (E) schematic showing the ligand removal upon washing,

the distance of the Fermi level from the middle of the band gap
can be calculated using eq 2

AE = E,/2 + kT In(—
C

9
N )
In the presence of 10" cm ™ charges in the first (~4 nm thick)
monolayer from the oxide interface, the Fermi level shifts
approximately 0.6 eV from the middle of the band gap. If the
carrier sign changes upon washing (e.g, turns from § x 10"
cm™ of one to the same amount of the other), the Fermi-level
shift would be ~1.1 eV. These shifts would alter ¢, by the
same amount; the observed threshold shift is thus mainly
stemming from a changing SiO, surface charge.

We must point out the discrepancy between the direction of
the threshold shift and the mobility increase. In an earlier work,
we report that air exposure results in a positive threshold shift
in PbS CQD FETs; this effect is accompanied by a decrease in
the electron mobility, as expected from the underlying trap
formation mechanism.”> Moreover, n-doping the active layer in
similar devices results in a negative threshold shift and a higher
electron mobility.26 In this case, however, a positive threshold
shift is accompanied by a mobility increase, suggesting that
more than a single mechanism should be considered to explain
these experimental results.

To explain the observed behavior, we investigate the
photophysical properties of the films. The absorbance, steady-
state, and time-resolved PL data are shown in Figure 3, and the
extracted absorption and PL spectra peak positions and decay
lifetimes are listed in Tables S1 and S2, respectively.
Interestingly, no red-shift, only a minor broadening, is observed
upon film formation (see the direct comparison in Figure S2).
However, the peaks show a minor shift of <10 meV toward the
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lower energies upon washing with MeOH (Figure 3A). Both
the PL peak positions and decay lifetimes of the films are
different than those of the respective inks. All of the steady-
state PL spectra can be fitted with a double Gaussian function,
indicating the emission from two distinct states (see Figure S3).
A stronger peak is centered around 1.05—1.1 eV, and a weaker
one just below 1 eV. In general, washing increases the weight of
the lower-energy emission sites, giving an effectively red-shifted
emission. The decay curves also show biexponential dynamics,
with one lifetime around 100 ps and another in the range of
600—1000 ps. The overall decay becomes faster upon washing,
mainly due to the decreased contribution of the slower process,
effect stronger in the PbS—MAI thin films. The red-shift and
the faster decay are possibly caused by an increased electronic
coupling in the film upon washing in MeOH. Moreover, the
reduction in the barrier opens more possibilities for non-
radiative decay, further decreasing the overall lifetime.

To prove the ligand removal, we determine the layer
composition using energy-dispersive X-ray (EDX) spectrome-
try. We obtained the Pb/S and I/S ratios for the original,
oleate-capped CQDs, and the pristine and washed samples
prepared using the PbS—MAPDbI, ink (Figure 3D). The original
particles show an excess lead, as expected for the synthetic
method used. We observe a large amount of iodine and a strong
increase in the Pb/S ratio upon phase transfer, showing that we
effectively stabilize the PbS—MAPbDI; ink by an iodoplumbate
complex attached to the CQD surface.” Upon washing with
methanol, the Pb/S and I/S ratios both decrease, indicating the
partial removal of the capping complex, making the barrier
between the CQD cores thinner, more “transparent”.

The overall picture can be interpreted as follows. The lack of
the red-shift upon drying indicates that the confinement is not
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Figure 4. Behavior of a representative FET fabricated in a single deposition and washing step using the PbS—MAPbIL, ink: (A) output and (B) p-type

and (C) n-type transfer characteristics.

altered by a reduced interdot spacing, and suggests that the
ligand shell stabilizing the dispersions prevents significant
electronic coupling. This, however, is changed by washing: the
red-shift and shorter lifetimes indicate that electronic coupling
is induced, or that the trap states become active; both these
effects can be caused by washing away of ligands from the CQD
surface. The mobility, being limited by single dot-to-dot
tunneling events, is strongly dependent on the barrier; hence,
the observed increase in mobility suggests that the red-shift is at
least partially related to an increase in coupling through the
partial removal of the ligand shell. Excess ligands bound to the
surface and shielded by a counterion (that make up the
stabilizing shell in polar solvents) can cause a shift in the energy
levels of the CQDs by forming surface dipoles, uncompensated
charges on the CQDs can shift the Fermi-level, and the same
ions can also shield the trapped charges at the SiO, surface. The
partial removal of the ligands can thus result in all three
previously mentioned effects possibly shifting the threshold in
the FETs, but the magnitude of the shift suggests that the SiO,
surface is the main and major origin of it.

By optimizing the substrate treatment and the deposition
process, we fabricate high-performing FET's based on the PbS—
MAPDI; ink; the characteristics of a representative device with
10 ym channel length are shown in Figure 4. Good linear and
saturation behavior is observed in the output curves (Figure
4A), with a lower relative hysteresis for electrons than for holes.
An injection barrier is observed at room temperature for
electrons but not for holes (Figure S3). We measure mobilities
up to 0.12 cm?/(V s) for electrons and 10™* cm?/(V s) for
holes. We observe on/off ratios >10° in the n-channel and up to
10* in the p-channel. These data are comparable to the best
samples fabricated using the conventional layer-by-layer
deposition and ligand exchange of the PbS thin films,”*® but
are now prepared in a single deposition step, confirming the
prospects of the solution-phase ligand-exchanged CQD solids
for optoelectronic applications.

B CONCLUSIONS

In summary, we show that blade-coating inorganic-capped
CQD inks is a facile way to fabricate high-quality thin films and
FETs showing performances as good (electron mobility higher
than to 0.1 cm?/(V s) and on/off ratios >10°) as the state of the
art CQD devices prepared by layer-by-layer solid-state ligand
exchange. We show that the as-prepared films contain a large
amount of ligands that limit the electron transport, which can
be largely improved by a postdeposition washing step. Partial
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removal of the ligands significantly increases the electron
mobility and causes a positive threshold shift, likely by
influencing the gate oxide surface. A broader application of
these findings could be the next step toward highly efficient
solar cells and optoelectronic devices based on colloidal
quantum dot solids.

B EXPERIMENTAL SECTION

Materials. Lead(II) acetate trihydrate (PbAc,-3H,0, > 99.99%,
Aldrich), bis(trimethylsilyl)sulfide (TMS,S, Aldrich), 1-octadecene
(ODE, 90%, Aldrich), oleic acid (OA, 90%, Aldrich), ethanol (Fluka),
hexane (Aldrich), chloroform (Aldrich), and methanol (Aldrich) were
used as received.

CQD Synthesis. PbS—OA CQDs were synthesized according to a
previously reported method.*® For the synthesis of 3.1 nm PbS CQDs,
a lead precursor solution consisting of 1.5 g PbAc,-3H,0 in 47 mL
ODE and 2.8 mL OA was vacuum dried for an hour at 120 °C in a
three-neck reaction flask. The atmosphere was then switched to argon
and the temperature was subsequently changed to 105 °C. After that,
the heating mantle was removed and a sulfur precursor of 420 uL
TMS,S in 10 mL of dried ODE was quickly injected. After 3 min of
growth, the flask was cooled down to room temperature by an ice bath.
Hexane (39 mL) and ethanol (102 mL) were added to the crude
solution, followed by centrifugation to separate the CQDs. Two more
washing steps were performed by redispersion in hexane (39 and 18
mL on the first and second washing steps, respectively) and
precipitation by ethanol (45 and 21 mL, respectively). One extra
washing step was performed by the redispersion CQDs in 3 mL
chloroform and precipitation by 3 mL methanol. The final pellet was
dissolved in 4 mL of anhydrous chloroform and filtered through 450
um poly(tetrafluoroethylene) filter. The particles were dried in mild
vacuum and dispersed in hexane at the required concentration before
ligand exchange.

Ligand Exchange. Phase transfer into a polar solvent by ligand
exchange was performed by exposing the apolar dispersions to a polar
solvent containing the inorganic ligands. In a typical procedure, 10 mL
of oleate-capped PbS CQDs dispersed in hexanes (~5 mg/mL) was
poured on top 10 mL of a S0 mM MAI or MAI/PbI, (1:1) solution in
NMEF. The mixture was stirred at 700—1000 rpm (mild stirring, vortex
visible) for 12—24 h, leading to the phase transfer of PbS QDs from
the nonpolar to the polar phase, resulting in a colorless top phase. The
top phase was removed by a syringe and the bottom phase was rinsed
three times with hexane (10 mL of hexane each time, vigorously stirred
for ~10 min). The inorganic-capped CQDs were precipitated by
adding 10 mL acetone (and a couple droplets of toluene in case it is
necessary) and left to settle for 1—2 h. The solution was completely
separated by centrifuging at 16000 rpm for 15 minutes. The
supernatant was removed and the pellet redispersed in propylene
carbonate at 50—100 mg/mL concentration.
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FET Fabrication. Substrates for thin films were cleaned by
sonication in acetone and isopropyl alcohol and treated by ozone or
vacuum plasma treatment, or longer annealing in inert atmosphere for
good wetting. For FETs, 5—40 nm films were formed on Si**/SiO,
(230 nm) substrates carrying the electrode pattern (10 nm indium tin
oxide/30 nm Au) by blade-coating of the PC-based inks. Litho-
graphically defined interdigitated electrodes forming channels 10 or 20
pm long and 1 cm wide were used. In a typical procedure, 3 uL of the
(previously stirred) ink was injected between the blade and the
substrate (with a gap of 10 #m) on a table heated to 100 °C. The
droplet was spread by moving the blade across the substrate at 50
mm/s speed, and the film was left dry on the table. The washing was
performed in a Petri dish by immersion for 3 min at room
temperature. The fabrication was finalized by annealing the samples
at 120 °C for 20 min. The samples for absorption and photo-
luminescence measurements were drop-cast on quartz substrates at the
thicknesses of around 100 nm and treated the same way. All of the
fabrication steps were performed in inert atmosphere (<0.1 ppm H,0/
0,).

Film Characterization. The absorbance spectra were collected
using a Shimadzu UV-3000 UV/vis/near-infrared (NIR) spectrometer.
For the steady-state and time-integrated photoluminescence (PL)
measurements, the second harmonic (3.1 eV) from a mode-locked
Ti:sapphire laser (Mira 900, Coherent) was used as excitation source.
The laser power was adjusted using neutral-density filters to 0.3 mW
(solutions) or 3 mW (thin films). The excitation beam was spatially
limited by an iris and focused with a 150 mm focal length lens. The PL
was collected into a spectrometer and recorded by Andor 1.7 ym
InGaAs camera. The time-resolved PL spectra were dispersed by an
imaging spectrometer and detected using a Hamamatsu NIR streak
camera. For the thin-film lifetime, the streak camera was operated in
the synchroscan mode with the time resolution of around 10 ps. For
the PL lifetime of the OA-capped samples, a slow-single-sweep unit
was used and a pulse picker was employed to reduce the repetition rate
of the exciting pulses. The FETs were characterized using an Agilent
5262A Semiconductor Parameter Analyzer in a nitrogen-filled
glovebox (<0.1 ppm H,0/0,). Differential transconductance and
threshold values were extracted from the forward (away from 0 V)
scanned branch of transfer curves measured at +S V drain bias.
Mobilities were calculated from the differential transconductances
based on the gradual channel approximation.’” The AFM images were
obtained using a WITec @ SNOM-AFM. The TEM and EDX data
were collected from samples drop-cast on carbon-coated copper grids
using a JEOL 2010, equipped with a LN,-cooled SiLi detector at 200
kV. The spectra were fitted with the Cliff—Lorimer (MBTS)
correction method w/o absorbance, as implemented in the NSS 2.3
software package from Thermo Scientific.
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